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Magnetic and Electronic Properties of Disordered
(Gd1 xYx)7Pd3 Alloys  Theoretical Study
A. Wo¹niakowskia, J. Deniszczyka;, and W. Borgieªb
aInstitute of Materials Science, University of Silesia, Bankowa 12, 40-007 Katowice, Poland
bAugust Cheªkowski Institute of Physics, University of Silesia, Uniwersytecka 4, 40-007 Katowice, Poland
The ab initio study of electronic and magnetic properties of (Gd1 xYx)7Pd3 alloys are presented. The elec-
tronic structure calculations were performed using FP-LAPW method. Basing on the ground-state single-electron
results the many particle sf model for disordered alloy with strongly correlated band electrons was parameterized.
The concentration dependence of the band structure, magnetic moment, and the Curie temperature is presented
and discussed in reference to experimental data.
PACS: 71.20.Eh, 75.30.Mb, 71.23. k
1. Introduction
Recently the crystalline (Gd1 xYx)7Pd3 alloys were
the subject of intensive experimental studies due to their
potential magnetocaloric applications [13] (and refer-
ences cited therein). The Curie temperature (TC) of
Gd7Pd3 compound is too high for magnetocaloric ap-
plications but it can be tuned by partial substitution of
Gd atoms by non-magnetic Y atoms. In the entire con-
centration range the (Gd1 xYx)7Pd3 alloys crystallize in
the Th7Fe3 structure. Detailed experimental studies of
Gd7 nYnPt3 series revealed several important properties.
The Curie temperature was found to decrease nonlin-
early with magnetic dilution which has been related to
the changes in the electronic structure in the vicinity of
the Fermi level. Interpretation of the experimental dc
susceptibility with the aid of the CurieWeiss law have
shown that the magnetic moment counted per Gd atom
increases with decreasing overall magnetization. The ef-
fect has been ascribed to the increment of the local mo-
ment of palladium.
To elucidate the microscopic origin of the magnetic
properties of (Gd1 xYx)7Pd3 alloys we have performed
the ab initio theoretical investigations of the ground-state
electronic and magnetic structure using the supercell ap-
proach. In the paper the concentration dependence of
local and total magnetic moments, and the band struc-
ture in the vicinity of the Fermi level are presented and
discussed. Using the simplied formula, based on an ap-
proximate solution of the generalized sf model [4, 5],
the concentration dependence of TC is determined and
related to the changes of electronic structure at the Fermi
level of the alloys.
2. Computational procedure
The ab initio study of ground-state properties
for (Gd1 xYx)7Pd3 series were performed using the
WIEN2k code [6] based on the full-potential linearized
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augmented plane wave (FP-LAPW) method [7]. The
electronic states were divided into core states: ([Kr]4d10
for Gd, [Ar]3d10 for Pd and Y); local orbitals (5s, 5p for
Gd, 4s, 4p for Pd and Y) and valence states (4f , 5d, 6s
for Gd, 4d for Pd and 4d, 5s Y). For the core states
calculations were fully relativistic while the local or-
bitals and valence states were calculated using the scalar-
-relativistic approximation. The exchange-correlation
potential (XC) was used in the generalized gradient ap-
proximated (GGA) form described in [8]. For the Gd 4f
states the enhanced Coulomb correlation term was in-
cluded applying the GGA+U method [9] with the eec-
tive Ue = 0:51 Ry. Atomic mun-tin spheres radii of Gd
and Y was assumed as 2.9 a.u. and for Pd  2.5 a.u. The
k-mesh was generated such as to provide approximately
90 k points in the irreducible wedge of the Brillouin zone.
Sucient precision of 1 mRy has been reached using the
computational parameters RMTKMAX = 8:0, Lmax = 10
and Gmax = 12.
To get rough insight into an eect of changes of the
electronic structure at the Fermi level on the TC in
(Gd1 xYx)7Pd3 alloys we have adapted the formula for
TC(x) derived in [5]. The approach developed in [5] is
based on the generalized sf model [4] and was used
succesfully in the description of magnetic properties of
(Gd1 xREx)3Al2 alloys [5]. In order to estimate the
TC(x) dependence we simplify the relations derived in [5]
by neglecting the Coulomb correlation interaction for the
itinerant electrons (taken into account approximately in
the XC potential used in ab initio band structure calcula-
tions) and by replacing the mean local susceptibilities of
component atoms by their contribution to the density of
states at the Fermi level taken from ab initio calculations
for concentration x. With these assumptions the formula
for TC(x), applied to (Gd1 xYx)7Pd3 alloys, reads
TC(x) = el(1  x)4
3
S
(Gd)
4f (S
(Gd)
4f + 1)
kB
(JGd)
2: (1)
In Eq. (1), S
(Gd)
4f denotes the 4f localized spin of Gd,
JGd stands for the coupling constant of sf interaction
(1159)
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at Gd sites and el is the average susceptibility of itiner-
ant electrons, which under assumptions described above
takes the form: el = nGd[(1 x)Gdspd("F)+xYspd("F)] +
nPd
Pd
spd("F), where 
Gd;Y;In
spd are the atomic (s + p + d)
densities of states averaged over dierent crystallographic
positions occupied by component atoms for a given con-
centration x and nGd (nPd) represents the number of
Gd (Pd) atoms in stoichiometric Gd7Pd3 composition.
The JGd constant, common for all concentrations, was
assumed requiring that the calculated values of TC agree
qualitatively with the experimental data.
3. Calculations and results
All compositions of the (Gd1 xYx)7Pd3 series crystal-
lize in the hexagonal crystal structure of Th7Fe3-type
(space group No. 186). The primitive cell is built of two
formula units. Fourteen (Gd, Y) atoms occupy the dou-
ble 2b sites and two groups of sixfold 6c positions. Six
palladium atoms locate at another sixfold-6c group of
sites. The lattice parameters and internal atomic coordi-
nates were taken from experiment [13]. In simulations
of fractional concentration, for each concentration large
amount of congurations of yttrium atoms in the super-
cell would have to be considered. The preparation of
unit cell for specied concentration was based on the site
preference determined experimentally [2] and on symme-
try analysis. Further reduction of number of possible
congurations was based on the analysis of calculated
formation energies.
Fig. 1. Local (hGdi) and total (Mtot) magnetic mo-
ments as a function of the yttrium concentration com-
pared with experimental data. Presented magnetic data
were obtained by averaging over the considered cong-
urations and for Gd also over internal nonequivalent
positions of Gd atoms.
Essential magnetic results are presented in Fig. 1. Be-
sides the stoichiometric Gd7Pd3 the calculated total mag-
netic moment (counted per single atom) follows perfectly
the experimental data and falls down linearly accord-
ing to simple dilution law, but even in the absence of
magnetically active Gd atoms the total magnetic mo-
ment persists. Calculations for Y7Pd3 compound re-
vealed that the yttrium atoms, with small magnetic mo-
ment ( 0:15 B), are responsible for non-vanishing mag-
netic moment of Y7Pd3 (Pd  0:03 B). The magnetic
results presented in Fig. 1 follow the experimental ob-
servation of increasing magnetization counted per sin-
gle Gd atom. Although the magnitude of the local Gd
magnetic moment only slightly oscillates upon alloying
(Gd = 7:420:03 B) the calculated total magnetic mo-
ment, divided by a number of Gd atom in the structure,
increases noticeably for higher concentration of yttrium
atoms (Fig. 1). Calculations have shown that in the
(Gd1 xYx)7Pd3 series the palladium atoms are magnet-
ically inactive. The Pd 4d10 states hybridize with other
valence band states but lying far below the Fermi level
cannot be polarized eectively (0 < Pd < 0:03 B). The
yttrium magnetic moment is noticeable, 0:11 < Y <
0:19 B, and is responsible for the enhancement of the
total magnetic moment per Gd atom, estimated from dc
susceptibility measurements.
Fig. 2. Detailed picture of changes of density of states
near the Fermi level upon alloying. In the gure the
energy scale zero is shifted to the Fermi energy (the
arrows are explained in the text).
The changes of the band structure, essential for the
variation of magnetic and transport properties upon al-
loying, are restricted to a small energy range near the
Fermi energy. Figure 2 shows that some signicant
changes in the electronic structure can be observed only
in the majority spin bands. The minority spin bands
change but mainly above the Fermi level. The eect of
magnetic dilution on the majority spin bands is the rigid
shift of the bands to lower binding energy. The arrows in
Fig. 2 are to show the movement of the selected feature of
density of states (DOS) upon changes of the yttrium con-
centration. The shape modication DOS features upon
alloying is negligible. The displacement of majority spin
bands results in changes of the local atomic densities of
states at the Fermi level shown in Fig. 3.
Basing on the partial atomic DOS resulted from ab
initio calculations (Fig. 3) and using the formula (1), the
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Fig. 3. Local atomic density of states at Fermi level
averaged over nonequivalent atomic positions as a func-
tion of yttrium concentration in (Gd1 xYx)7Pd3.
Curie temperature for all considered concentrations was
estimated. The estimation of TC was performed with the
sf coupling constant JGd = 18meV, which corresponds,
with respect to order of magnitude, to that used in [5]
for (GdRE)Al2 alloys.
Fig. 4. Estimated Curie temperature TC versus yt-
trium concentration in (Gd1 xYx)7Pd3 compared with
experimental data [1].
The results of estimations are plotted in Fig. 4 together
with experimental values taken from [1]. The simplied
model (Eq. (1)) used for the estimation of TC(x) de-
pendence reproduces correctly variation of TC observed
in the range of high yttrium concentration (xY > 0:5).
The worse agreement occurs for higher concentration of
gadolinium atoms, which can be due to predominance of
the direct exchange coupling of Gd spins over the indirect
one generated by sf interaction. The biggest discrep-
ancy between experimental and estimated values of TC
can be seen for stoichiometric Gd7Pd3 (x = 0) where the
el (related to the partial atomic DOS) takes relatively
high value.
In summary, calculated dependence of the total mag-
netic of (Gd1 xYx)7Pd3 on yttrium concentration fullls
the simple magnetic dilution law and agrees quantita-
tively with the experimental data which justies the su-
percell approach applied to model the nonstoichiometric
compositions. Calculations conrmed the experimental
observation of increasing saturation magnetization (per
Gd atom) with decreasing concentration of gadolinium.
However, according to the ab initio results this eect
is due to the induced local magnetic of yttrium atoms
while Pd atoms are magnetically inactive. The calcu-
lated dependence of TC on yttrium concentration shows
noticeable deviation from linearity and is in qualitative
agreement with behavior of TC determined experimen-
tally. This indicates signicant eect of electronic struc-
ture in the vicinity of "F on magnetic interactions in
(Gd1 xYx)7Pd3 alloys.
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